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Prime Contractor: American Bridge/Fluor Enterprises, a JV Report No: DPJ-000522
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Location: Changxing Island, Shanghai, China
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Item Title Detail

1 Other important observations At 1300, I went on a Fabrication Shop Walkthrough.  I observed the 

following:

77m Mockup:  No work being performed on skin plates. Diaphragm plates 

are still in Pudong being machined.

89m Mockup: ZPMC personnel were performing grinding of plate edges.  

No welding operations were ongoing on 89m mock up material.

114m Mockup:  Temporary lifting devices were being welding on the lower 

section of the mockup.  Skin “D” of the 114m upper section still needed to 

be fit up.  Interior splice plate “A” was still in the 80 degree jig, CWR 28 

was being finished.   The lower section of the mockup did not appear to 

have had any welding performed on it other the previously applied tack 

welds.

2 Heat Straightening Requests (HSRs) I reviewed and approved HSR 022R00.

3 Meetings attended I attended training on HSR, CWR and Weekly Welding Report review 

procedures.
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